AW TA ProbuCT TESTING

Australian Wool Testing Authority Ltd — trading as AWTA Product Testing
A.B.N. 43 006 014 106
1st Floor, 191 Racecourse Road, Flemington, Victoria 3031
P.O. Box 240, North Melbourne, Victoria 3051
Phone (03) 9371 2400 Fax (03) 9371 2499

TEST REPORT

CLIENT : INTERFACE AUSTRALIA PTY LTD! TEST NUMBER : 7-579214-AN
14 HENRY STREET ISSUE DATE : 17/06/2011
PICTON NSW 2571 PRINT DATE : 17/06/2011

ORDER NUMBER : 29274

SAMPLE DESCRIPTION  Clients Ref: "Monochrome"
Tufted loop pile carpet tile
Colour: Mustard
Approximate Pile Height: 4mm

Haterlal Specxfzcatlon
Nominal Pile Comp091tlon 100% Solution dyed Nylon
Nominal Total Plle Mass: 81l4g/m2

Nominal Backing: Glasbac Backing _ .
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Observations: Méltlng
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Note: Sample was ccndltloned in aCCordance wlth.BSEN 13238-200& at a .
temperature of 23+/-2degC and Relatlve Hummdlty of 50+) 5% for a minlmum Df -
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Each specxmen was adhered to a substrate of 6mm thlck fibre reinforced
cement board u51ng Roberts 655 adh551ve and clamped prlor bo testing

The test results relate to the behaviour of ‘the test spec1mens of a pﬁoduct
under the partlcular-conditlons of the test, they are not 1ntehded to be the
sole criterion for asse531ng the potentlal flre'hazard of the product in use:
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