
I CETEC
Professional Scientific Solutions

Emission Test Certificate
Monday, 21st March 2011

Supplier interfaceFLORAustralia (14 Horny Street, Picton NSW 2571)

Sample Description: Nylon 6,6 8509'in' on a Glasbac Backing
Date Tested: March 2011

Test Method: Carpet institute of Australia Australian Carpet Classification Scheme incorporating
ISO 10580:"Resilient, Textile and Laminate Floor Coverings: Evaluation of Volatile
Organic CompoundEmissions"

Emission Data:

.

Carpet Institute of Australia
Environmental Certification Scheme

S ecification

Total Volatile Organic Compound emission rate
<500 ug/in'/lit

Emission Rate "Chemicals of Concern":

Aceraldehyde <20ug/in'/11r
<55 ug/in'/litBenzene

<120 ug/in AirCaprolactam
<46 ug/in Air2-Ethylhexanoic Acid

Fomialdehyde <10 ug/in Air
I-Methyl-2-Pyrrolidinone <300 ug/in Air

<20 ug/in'/litNaphthalene
<24 ug/in AirNorianal

<24 ug/in'/litOctanal

4-Phenylcyclohexene <50 ug/in Air
Styrene <410 ug/in Air

<280 ug/in nitToluene

VinylAcetate <400ug/in'/}IT
2-Ethyl-I-Hexan01 <50ug/in'Air

Hydrocarbons(CIO-Go <300ug/in'/TIT
VinylCyclohexene <85 ug/in Air

Xylenes <50 ug/in Air

Total Volatile Organic Compound emission rate
83 ug/in Alt

Nylon 6,6

11.1.
Dr. Vyt Gamys
PhD, BSC(Hons) AIMM, ARACl, ISIAQ
ACA, AIRAH, FA, IA
Managing Director and Principal Consultant

Emission Rate:

10 ug/in Air
<7 ug/in Air
<7 ug/in Air
<7 ug/in Air
7 u Im'/lit7 ug/in Air

<7 ug/in Air
<7 ug/in Air
<7 ug/in Air
<7 ug/in Air
<7 ug/in Air
<7 ug/in'!lit
<7 ug/in'Air
<7 ug/in Air
<7 ug/in mr
14 ug/in Air
<7 ug/in ALT
<7 ug/in Air
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